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Foreword 

This document (EN 13163:2008) has been prepared by Technical Committee CEN/TC 88 “Thermal insulating 
materials and products”, the secretariat of which is held by DIN. 

This European Standard shall be given the status of a national standard, either by publication of an identical 
text or by endorsement, at the latest by May 2009, and conflicting national standards shall be withdrawn at the 
latest by May 2009. 

This document has been prepared under a mandate given to CEN by the European Commission and the 
European Free Trade Association, and supports essential requirements of EC Directive(s). 

For relationship with EC Directive(s), see informative Annex ZA, which is an integral part of this document. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent 
rights. CEN [and/or CENELEC] shall not be held responsible for identifying any or all such patent rights. 

This document supersedes EN 13163:2001.  

This document is one of a series of standards for insulation products used in buildings, but this standard may 
be used in other areas where appropriate. 

In pursuance of Resolution BT 20/1993 revised, CEN/TC 88 have proposed defining the standards listed 
below as a European package of standards. 

The package of standards comprises the following group of interrelated standards for the specifications of 
factory made thermal insulation products, all of which come within the scope of CEN/TC 88: 

EN 13162, Thermal insulation products for buildings — Factory made mineral wool (MW) products — 
Specification 

EN 13163, Thermal insulation products for buildings — Factory made products of expanded polystyrene 
(EPS) — Specification 

EN 13164, Thermal insulation products for buildings — Factory made products of extruded polystyrene foam 
(XPS) — Specification 

EN 13165, Thermal insulation products for buildings — Factory made rigid polyurethane foam (PUR) 
products — Specification 

EN 13166, Thermal insulation products for buildings — Factory made products of phenolic foam (PF) — 
Specification 

EN 13167, Thermal insulation products for buildings — Factory made cellular glass (CG) products — 
Specification 

EN 13168, Thermal insulation products for buildings — Factory made wood wool (WW) products — 
Specification 

EN 13169, Thermal insulation products for buildings — Factory made products of expanded perlite (EPB) — 
Specification 

EN 13170, Thermal insulation products for buildings — Factory made products of expanded cork (ICB) — 
Specification 
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EN 13171, Thermal insulation products for buildings — Factory made wood fibre (WF) products — 
Specification 

According to the CEN/CENELEC Internal Regulations, the national standards organizations of the following 
countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, Cyprus, Czech 
Republic, Denmark, Estonia, Finland, France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, 
Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Romania, Slovakia, Slovenia, Spain, 
Sweden, Switzerland and the United Kingdom. 
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